
DENEY NO TEST SICAKLIĞI (ºC)
İSTENEN DARBE 

ENERJİSİ
(JOULE)

Test number Test temperature (ºC)
Required impact energy 

(Joule)

Lot No

HASAN KILINÇ

ŞARTLI KABUL
Conditional Accept

İMZA / Signature

OCGS16+MMR and MPR series were tested by placing them in the oven and keeping them at 
+300°C for 24 hours and then keeping them at room temperature for 2 hours.                                                                                      
                                              In these tests, no o-rings were used in the MMR and MPR series fittings.

KABUL                                       
              Accept

RET
Reject

İBRAHİM  AKAR ONAYLAYAN / Approved by

İMZA / Signature

KONTROL EDEN / Controlled by

İLAVE BİLGİLER VE SONUÇ / Additional informations and result :

No deformation was observed as a result of the test.

No deformation was observed as a result of the test.

DARBE DENEYİ TEST FORMU /

OCGS16 300ºC hand bending hand bending

Falling height (cm)

TEST KÜTLESİ
(GR)

DÜŞME YÜKSEKLİĞİ
(CM)

UYGULANAN DARBE 
ENERJİSİ
(JOULE)

MMR-MPR Series 300ºC hand bending

Applied impact energy (Joule)

hand bending

Tarih / Date 12/28/2024

Ürün Adı / Product Name

Kod No / Code No

IMPACT TEST REPORT
TEST SEBEBİ / Cause of test: CUSTOMER REQUEST

Hammadde / Raw material

İlgili standart / According standard

STEEL SPIRAL AND MS58 METAL FITTING

OCGS16-MMR-MPR Serisi

Rapor No / Report No

Müşteri / Customer

AÇIKLAMALAR 

GALVANIZED STEEL SHEET AND MS58 METAL FITTING

Test mass (gr)

17


